
Geochemical
lab Report

Buadar-Og>. Inc.

12980 Vkst Cedar Dr.

I akewnod. Colorado 80228 

P03)9KMM -

BONDAR CLEGG

REPORT: 098-0672 project: blasthole FACE 1

SAMPLE

NUMBER
ELEMENT

UNITS

Au

OPT

02 S-B-5-004 0.009
02 S-B-5-024 0.010

02 S-8-5-044 0.01S
02 S-8-5-064 0.009
02 S-8-5-084 0.004

02 S-8-5-104 0.051
02 S-8-5-124 0.033

02 S-8-5-144 0.029
02 S-8-S-164 0.048
02 S-B-5-184 0.018

02 S-B-5-1B5 0.052
02 S-8-5-204 0.006
02 S-8-5-205 0.010
02 S-8-5-224 0.005
02 S-8-5-225 0.014

02 S-B-5-244 0.008
02 S-8-5-245 0.012
02 S-8-5-264 0.006
02 S-B-5-265 0.015
02 S-8-5-266 0.015

02 S-B-5-284 0.016
02 S-8-5-285 0.012
02 S-8-5-286 0.017



* X

E
LAB. REPORT NO.

m

BONDAR-CLEGG INC.

12380 W. CEDAR DR., LAKEWOOD, CO 80220 PHONE: 080-VW34 TELEX: <45-833

SAMPLE SHIPMENT NOTICE
Date Shipped_____ y - ^ f /Via f~l Prepaid or □ Collect

# Parcels in Shipment TOTAL NUMBER OF SAMPLES f (-

GEOLOGIST'S NAMEPHONE NUMBER - ' ' 1(. 7PR0.IFrj NAME OR NUMBER L

Simples
Type

#
Samples

Simple Numbers 
(Series)

ELEMENTS TO BE ANALYZED
Cu Pb Zn Mo Ag Cd Ni Co Mn Fe Bl V U W F Au As Hg Sn Sb Ba E spec

Neutron
Activation DCP

Ore
lest

IX Cu Pb Zn Vto Ag Cd NI Co Fe Bi V u w F AS Hg Sb Ba E spec
Neutron

Activation DCP test

tc 4
/ w.rj mi Cu PU Zn *0 Ag CD NI Co Mn Fe Bt V u w F y As Hg Sn Sb Ba E spec

Neuiro
Activation DCP

ore
test

vc Cu Pb Zn Mo Ag Cd NI Co Mn Fe Bi V u w F ¥ As Hg Sn Sb Ba E spec
Neutron

Activation DCP ore
test

VC *
Cu Pb Zn Mo Ag Cd NI Co Mn Fe 81 V u w F ¥ As Hg Sn Sb Ba E spec

Neutron
Activation DCP

ore
lest

1 Wr. Cu Pb Zn Mo Ag Cd Ni Co Mn Fe BI V u w F f As Hg Sn Sb Ba E spec
Neutron

Activation DCP
ore
test

V.C 1 Cu Pb Zn Mo Ag Cd Ni Co Mn Fe Bi V u w F ¥ As Hg Sn Sb Ba E spec
Neutron

Activation OCP
ore
test

rx z? Cu Pb Zn Mo Ag Cd Ni Co Mn Fe Bi V u w F ¥ As «g Sn Sb Ba E spec
Neulron

Activation DCP
ore
test

DC m Cu Pb Zn vto Ag Cd Ni Co Mn Fe Bi V u w F -» As Hg Sn Sb Ba E spec
Neulron

Activation OCP test

VC 9f\6pV'clC7 Cu Pb Zn Vto Cd NI Co Mn Fc Bi V u w F ¥ As Hg Sn Sb Ba E spec
Neulron

Activation DCP
are
test

cm(- Cu Pb Zn Mo Ag Cd Ni Co Mn Fe Bi V u w F As Hg Sn Sb Ba E spec
Neutron

Activation DCP
ore
test

TX 4 ■m f -T;r
Cu Pb Zn Vto Ag Cd NI Co Mn Fe BI V u w F ¥ As Hg Sn Sb Ba E spec

Neutron
Activation OCP test

tc 6 Co Pb Zn vto Ag Cd NI Co Mn Fi Bi V u w F ¥ As Hg Sn Sb Ba E spec
Neutron

Acttvation DCP
ore
test

pc 4 WMxX’J.\ Cu Pb Zn Mo Ag Cd Ni Co Wn Fe Bi V u w F ¥ As Hg Sn Sb Ba E spec
neuiron

Activation DCP test

DC G ‘y'Mh-'X.m Cu Pb Zn Mo Ag Cd NI Co Mn Fe Bi V u w F * As Hg Sn Sb Ba E spec
Neutron

Activation DCP
ore
test

1LJL Cu Pb Zn Mo Cd Ni Co Mn Fe Bi V u vv F L-L Sn Sb Ba E spec
Neulron

Activation DCP
ore
test

---------------------------------------------------------------------------------——————------------—————-------------—————-------------- -------------------------- ---------------- ----------------------------------
Lr?IO-' 'I'Y 1? assay (%, ore grade) ) □ /prepared \

Please analyze by i > methods, the enclosed < / samples
' □ geochemical (ppm, trace level) ‘ □ ' unprepared "

□ DO NOT ASSAY GEOCHEMICAL OVERLIMITS
COMMENTS , / //.'___ 4 k •!. //. ////AA/Y (/j/_ / •> ,,>/- .__________

LLL //. /r----- (Jl --------tJA A/&------ju ///. /// A
fc—/?/// 4. /u /usrsjz -------------------------------------------------------------------

PLEASE INDICATE SAMPLE DISPOSITION
COARSE REJECTS

DISCARD AFTER ANALYSIS COMPLETE
□ RETURN COD AFTER ANALYSIS COMPLETE
□ STORE 60 DAYS-DISCARD
STORAGE CHARGE WILL BE ASSESSED AFTER 60 DAYS

PULPS
□ DISCARD AFTER ANALYSIS COMPLETE 
B RETURN COD AFTER ANALYSIS COMPLETE 

'U STORE 1 YEAR-RETURN COD 

STORAGE CHARGE WILL BE ASSESSEO AFTER 1 YEAR

RESULTS, INVOICES AND SAMPLES TO BE SENT TO:

is Results—fL../------A----------------------

Invoices. 
Pulps__

□
□
□
□

Results. 
Invoice _ 
Pulps _ 
Reiects.

■/*■ * A-----//•// eA-------A-fy. .
'/ir 4 *: ' r

□ Rejects—£

/

□ Results.
□ Invoices
□ Pulps _
□ Rejects.

□ Results.
□ Invoice.
□ Pulps _
□ Rejects.

WMte — Lab Copy ■ Please Include With Shipment Yellow — Sample Prep. Copy Pink — Client's Copy



R. MACLEOD 28/07/88

1 . •*»

"TITLE 02-08-88 12:58:18 098-0665 
"CLIENT BROHM MINING CORP.

"PROJECT BLASTHOLE ^SAMPLES: 56 REFERENCE: NONE LISTED
"SPECIAL VALUES"
" IS Insufficient Sample"

" -9 No Value Recorded"
" Values above the upper limit are shown as +uplimt"
" Values below the lower limit are shown as -lolmt (ie not detected)"
"DETERMINATIONS"
" ELNAME METHO ECO UNI #SAM LOLMT UPLIMT COMMENTS"

" 01 FireAu FA OPT 56 0.002 99.999 Results Reported

" 02 CN Au AA E31 OPT 40 0.002 99.999 Results Reported
"SAMPLE PREPS"
" 40 SAMPLE TYPE=D DRILL CORE
" 41 P17= 56 Assay Prep II
" 42 P 8 6 = 56 Deadwood Surcharge II
"REMARKS"
" 50 FINAL RESULTS ARE REPORTED. It

"FORMAT (A 8 .IX, A1,A1,IX,A20,2(IX , A7 , A1) ) "
"BEGIN " "Type" "Frac" "Sample ID" II FireAu" " CN Au"
"06650001" M Q II "2" "S-8—5—005 II 0.020 0.021
"06650002" "0" "2" "S-8-5-006 11 0.016 0.015
"06650003" " D " " 2 " "S-8-5-007 II 0.039 0.031
"06650004" II Q II "2" "S-8-5-025 M 0.021 0.020
"06650005" .10 1. m 2 M "S-8-5 —0 2 6 II 0.030 0.024
"06650006" " 0 " "2" "S-8-5-027 11 0.024 0.024
"06650009" ii D n M p M "S-8 —5-0 4 5 II 0.031 0.024
"06650010" "□•I "2" "S —8-5-0 4 6 II 0.019 0.016
"06650011" 1.011 "2" "S-8-5-047 II 0.031 0.027
"06650012" ,, 0 „ " 2 " "S-8-5—065 II 0.014 -9
"06650013" .. 0 ii 2 •* "S-8-5—066 II 0.030 0.030
"06650014" .101. n 2 •• "S —8-5-06 7 II 0.006 -9
"06650015" 0 ,i ii 2 •• "S-8-5-085 It 0.027 0.029
"06650016" " D " "2" "S-8-5—105 II 0.034 0.037
"06650017" ■1011 M 2 •• "S-8-5-12 5 II 0.043 0.042
"06650018" " 0 " n 2 " "S-8-5-126 II 0.035 0.042
"06650019" " D " " 2 " "S-8-5-14 5 It 0.050 0.047
"06650020" "0" ii 2 ■■ "S-8-5-14 6 II 0.054 0.059
"06650021" .101. ii 2 n "S—8-5-165 II 0.021 0.023
"06650022" ,.0" ii 2 " "S-8-5-16 6 II 0.029 0.026
"06650023" " D " ii 2 n "S-8-5-16 7 II 0.015 0.021
"06650024" .1 0 n • i 2 m "S-8-5-186 II 0.018 0.020
"06650025" "D" n 2 <i "S-8 —5 — 18 7 II 0.019 0.021
"06650026" 1.0" ii 2 "S—8—5-188 II 0.036 0.033
"06650027" ■ i D i. n 2 " "S-8-5-206 II 0.014 -9
"06650028" I.0.. ii 2 )* "S-8 —5-2 0 7 II 0.021 0.024
"06650029" n 0.1 ii 211 "S-8-5-208 II 0.023 0.018
"06650030" I.0.. ii 2 "S-8—5—209 II 0.020 0.020
"06650031" .10.1 ii 2 " "S-8-5-226 II 0.024 0.020
"06650034" .10.1 n 2 m "S-8-5-227 II 0.024 0.023
"06650035" " D " 11 2 " "S-8-5—228 II 0.022 0.019
"06650036" " D " "2" "S-8-5-229 II 0.020 0.017
"06650037 " " D " ii 2 •• "S-8-5—230 II 0.010 -9
"06650038" " D " n 2 M " S-8-5 —2 31 II 0.015 0.012
"06650039" 1.0" ii 2') "S-8-5-2 4 8 II 0.043 0.030
"06650040" " D " "2" "S-8-5-249 II 0.019 0.017
"06650041" .10.1 "2" " S-8 —5 —2 5 0 II 0.012 -9
"06650042" " D " ii 2 " "S-8-5-251 II 0.024 0.026
"06650045" ,, 0.. ii 2 "S-8-5-268 II 0.018 0.016
n ttCCKAffl ff II n ii II O II " a r: icn II A 0L1_/1_ .-O



ST®-Cr---------K---------5
06650047" " D " ii 2 11 "S —8-5-2 7 0 " 0.016 0.011
06650048" "0" m 2 m "S—8-5-271 " 0.019 0.015
06650049" " D " H 2 11 "S —8 —5-2 7 2 " 0.012 -9
06650050" "D" " 2 " "S-8-5-273 " 0.010 -9
06650051" M Q (. H 2 11 "S-8-5—289 " 0.010 -9
06650052" " D " m 2 m "S-8-5-290 " 0.019 0.016
06650053" " D " n 2 m "S-8-5-291 " 0.012 -9
06650054" " D " "2" "S-8-5 —2 9 2 " 0.011 -9
06650055" "D" n 2 *• "S-8-5-293 " 0.021 0.011
06650056" "D" ii 2 '■ "S-8-5-294 " 0.007 -9
06650057" " D " ii 2 »■ "S-8-5-295 " 0.007 -9
06650058" " D " n 2 " "S-8-5-310 " 0.044 0.034
06650061" " D " n 2 << "S-8-5-311 " 0.026 0.012
06650062" " D " ii 2 "S-8-5-312 " 0.006 -9
06650063" " D " M 2 n "S-8-5-313 " 0.012 -9
06650064"
END"

" D " n 2 n "S-8-5-314 " 0.010 -9



l--------'

BROHH MINING COPP. 
MR. ROD MACLEOD 
P.O. POX 485 
DEADUOOD > SD 
57732

Invoice 1 12426» Page 1

Date : 29-JUL-88

Report Not 
Project l 
Refe rence J

098-0665 
BLASTHOLE 
NONE LISTED

56 Analytes, of Gold at < 8.00 g 448.00
Subtotal « 448.00 * 448.00

Sample Preparation
56 Samples of Assay Prep at ♦ 3.25 • 182.00
56 Samples of Deaduood Surcharge at i 0.50 f 28.00

Subtotal • 210.00 • 210.00

Miscellaneous Charges
4% S.D. STATE SALES TAX i 5.60
2% DEADUOOD CITY SALES TAX « 2.80

Subtotal * 8.40 % p.40

Invoice Total •
* _ % 666.40

<5^^ QAxa 

8|
^r'

R. Jl
id ^

i

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED



HPOHM MIMING CORP . 
MR. ROD MACLEOD 
P.O. POX 483 
DEADUOOD t SD 
57732

Invoice 12426 » Past* 1

Date 29-JUL-88

Report No! 098-0665 
Project : PLASTH0LE
Reference; NONE LISTED

56 Analytes of Gold 
Bub to t jl

el * 8.00 t 448.00 
i 448,00 448.00

Sample Preparation
56 Samples of Assay Prep 
56 Samples of Deadwood Surcharge 

Subtot a 1

at * 3.25 * 182.00 
at ♦ 0.30 t 28.00

♦ 210.00 f 210.00

Mi see 11 eneous Charges)
4% 8.D. STATE SALES TAX 
27. DEADUOOD CITY SALES TAX 

Subtotal

4 5.60
* 2,80
4 8.40 I 8.40

Invoice Total.
I .--V-

.. * 666 40 U . S .

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED



ItoiHlar-Clegg. Inc.

12980 Wen Cedar Dr. 
I nkewood. Colorado 
U.S.A 80228 
Phone: (303)989-1404 
Telex 45-693 _

pCDNDAR- CLEGG

«■

BROHM MINING CORP. 
MR* ROD MACLEOD 
P.0. BOX 485 
DEADUOOD. SD
57732

Invoice

Date

Report No 
Project t 
Reference'

*. 12453

l 9-AUG-88

5 098-0665 
BLASTHOLE 
NONE LISTED

40 CYANIDE SHAKES 0 44.00 160.00

Invoice Total} * 160.00 U.S.

VZ. A>
slM .

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED



RROHh MINING CORP. 
MR. ROD MACLEOD 
P.O. BOX 485 
DEADUOOO * SD 
57732

Invoice

Report No 
Project. * 
Re Terence!

{ l2453 

5 9-AUG-88

t 098-0665 
BLASTHOLE 
NONE LISTED

40 CVANIDE SHAKES 0 »4.00 160.00

Invoice Tot si 5

A) ptfr

SlM

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED





Bondar-OtS. Inc.

12980 V*s Cedar Dr 

Lakewood. Colorado 80228 

(303)989-1401 —

/ BONDAR CLEGG

Geochemical
Lab Report

REPORT: 098-06*5 ( COMPLETE ) REFERENCE INFO: NONE LISTED

client: brow mining copp. 

project: blasthole

SUBMITTED BTJ R. MACLEOD 

DATE PRINTED! 2-AUG-88

NUMBER OF LONER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 FireAu Gold 56 0.002 OPT Fire Ass as
2 CN Au Au/Hot Extraction 40 0.002 OPT Csanide Leach Atoaic Absorption

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 56 2 -150 56 Assas Free 56
Deaduood Surcharse 56

remarks: final results are reported.

REPORT COPIES TO: MR. ROD MACLEOD INVOICE TO: HR. ROD MACLEOD



Bondar-Clegg. Inc.

12980 Wst Cedar Dr. 
lakewood, Colorado 80228 
(303) 989-1404 

/ BONDAR-CLEGG

Geochemical
Lab Report

REPORT! 098-0665 project: blasthole PAGE 1

SAMPLE ELEMENT FireAu CN Au SAMPLE ELEMENT FireAu CN Au
NUMBER UNITS OPT OPT NUMBER UNITS OPT OPT

D2 S-8-5-005 0.020 0,021 D2 S-8-5-270 0.016 0.011
02 S-8-5-006 0.016 0.015 D2 S-8-5-271 0.019 0.015
02 S-8-5-007 0.039 0.031 D2 S-8-5-272 0.012
D2 S-8-5-025 0.021 0.020 B2 S-8-5-273 0.010
02 S-8-5-026 0.030 0.024 B2 S-8-5-289 0.010

D2 S-8-5-027 0.024 0,024 U2 S-8-5-290 0,019 0.016
B2 S-8-5-045 0.031 0.024 02 S-e-5-291 0.012
D2 S-8-5-046 0.019 0.016 D2 S-8-5-292 0,011
02 S-8-5-047 0.031 0.027 112 S-8-5-293 0.021 0.011
B2 S-8-5-065 0.014 B2 S-8-5-294 0.007

02 S-S-5-066 0.030 0.030 B2 S-8-5-295 0.007
02 S-8-5-067 0.006 02 S-8-5-310 0.044 0.034
D2 S-8-5-085 0.027 0.029 02 S-8-5-311 0.026 0.012
D2 S-8-5-105 0.034 0.037 D2 S-8-5-312 0.006
02 S-8-5-125 0.043 0,042 D2 S-8-5-313 0.012

02 S-8-5-126 0,035 0,042
D2 S-S-5-145 0,050 0.047
D2 S-8-5-146 0.054 0,059
02 S-8-5-165 0.021 0.023
02 S-8-5-166 0.029 0,026

02 S-8-5-314 0.010

02 S-8-5-167 0.015 0.021
02 S-8-5-186 0.018 0.020
02 S-B-5-187 0,019 0.021
02 S-8-5-188 0.036 0.033
02 S-8-5-206 0.014

02 S-8-5-207 0.021 0.024
02 S-8-5-208 0,023 0.018

02 S-8-5-209 0.020 0.020
02 S-8-5-226 0.024 0.020
02 S-8-5-227 0.024 0,023

02 S-8-5-228 0.022 0.019

02 S-8-5-229 0.020 0.017
02 S-8-5-230 0.010
02 S-8-5-231 0.015 0.012
02 S-8-5-248 0.043 0.030

02 S-8-5-249 0.019 0.017

02 S-8-5-250 0.012

02 S-8-5-251 0,024 0.026
02 S-8-5-268 0.018 0.016
02 S-8-5-269 0.014



LAB. REPORT NO.

(fit-cut

BONDAR-CLEGG INC.

12080 W. CEDAR DR., LAKEWOOD, CD. 80228 PHONE: 080-VMDA TELEX: -45-803

Date Shipped
7/h-y/A

# Parcels in Shipment.
GEOLOGIST'S NAME . ./ //■-. ‘/r'Y(,

SAMPLE SHIPMENT NOTICE
. '/,/■ MTte.

Via // '•"n Prepaid or □ Collect

___________  TOTAL NUMBER OF SAMPLES / __________________

.PHONE NUMBER L PROJECT NAME OR NUMBER / . / //

Samples
Type

#
Simples

Simple Numbers 
(Series)

ELEMENTS TO BE ANALYZED
Cu Pb Zn Mo Ag Cd Ni Co Mn Fe Bi V U W F Au As Hg So Sb Ba E spec

MM
Activation OCP

Ore
test

_____

'i r< 274
Cu Pb Zn Mo Ag Cd Ni Co Mn fe Bi V u w F

%
As Hg Sn Sb B t) E spec Activation DCP

ore
test

rc n SF.m vr.r.
Cu Pb Zn Mo Ag Cd Ni Co Mn Fc BI V u w F As H« Sn Sb Ba E spec

Neut
Activation DCP

ire
test

7*"' S1 c /
'k/'Ol • rri

Cu Pb Zn Mo Ag Cd Ni Co Mn fe Bi V u w F j( As Hg Sr. Sb Ba E spec
Neutron

Activation OCP ore
test

lb-b- 'j 'J -< /F< Cu Pb Zn Mo Ag Cd Ni Co Mil Fe Bi V u w F % As Hg Sn Sb Ba F spec
Neutron

Activation DCP ore
test

Cu Pb Zn Mo Ag Cd Ni Co Mn Fe Bi V u w F Au As Hg Sn Sb Ba E spec
Neutron

Activation DCP ore
test

Cu Pb Zn Mo Ag Cd Ni Co Mn Fe Bi V u w F Au As Hg Sn Sb Ba E spec
Neutron

Acbvation DCP test

Cu Pb Zn Mo Ag Cd NI Co Mn Fe Bi V u w F Au As Hg Sn Sb Ba E spec
Neutron

Activation DCP
ore
test

Cu Pb Zn Mo Cd Ni Co Mn Fe Bi V u w F Au As Hg Sn Sb Ba E spec
Neutron

Activation OCP test

Cu Pb Zn Mo Ag Cd Ni Co Mn Fe Bi V u w F Au As Hg Sn Sb Ba E spec
.eutron

Activation DCP
ore
test

Cu Pb Zn MO Ag Cd Ni Co Mn Fe BI V u w F Au As Hg Sn Sb 8a E spec
Neutron

Activation DCP
ore
test

Cu Pb Zn Mo Ag Cd NI Co Mn Fe Bi V u w F Au As Hg Sn Sb Ba E spec
Neutron

Activation DCP test

Cu Pb Zn Mo Aij Cd NI Co Mn Fe Bi V u w F Au As Hg Sn Sb Ba E spec
Neutron

Activation DCP
ore
lest

Cu Pb Zn Mo Ag Cd Ni Co Mn Fe Bi V u w F Au As Hi) Sn Sb Ba E spec
neuiron

Activation DCP test

Cu Pb Zn Mo Ag Cd Ni Co Mn Fe BI V u w F Au As Hg Sn Sb Bi E spec
Neutron

Activation DCP
ore
test

Cu Pb Zn Mo Ag Cd Ni Co Mn Fe Bi V u w F Au As Hg Sb Ba E spec
Neutron

Activation DCP
ore
test

l 'O' assay (%, ore grade) ) □ / prepared \
Please analyze by t > methods, the enclosed < | samples

' □ geochemical (ppm, trace level) > □ (unprepared *

□ DO NOT ASSAY GEOCHEMICAL OVERLIMITS
COMMENTS___il!_______________ :t___________________- ______ 2l_____________ ______ . . .
fttf ///^ / "" y

COARSE REJECTS
Y DISCARD AFTER ANALYSIS COMPLETE

□ RETURN COD AFTER ANALYSIS COMPLETE
□ STORE 60 DAYS-DISCARD
STORAGE CHARGE WILL BE ASSESSED AFTER 60 DAYS

PLEASE INDICATE SAMPLE DISPOSITION
PULPS

□ DISCARD AFTER ANALYSIS COMPLETE 
pt—RETURN COD AFTER ANALYSIS COMPLETE
□ STORE 1 YEAR-RETURN COD
STORAGE CHARGE WILL BE ASSESSED AFTER 1 YEAR

RESULTS, INVOICES AND SAMPLES TO BE SENT TO:

Nsl. Results. ////?, </r/Vtr ________ □ Results.

fcjL Invoices_______    □ Invoices
LJ Pulps /■______________ □ Pulps _
□ Bejtcts   □ Rejects.

□ Results___________________________________________ □ Results.
□ Invoice____________________________________________ □ Invoice.
□ Pulps □ Pulps _
□ Rejects____________________________________________ □ Rejects.

White — Lab Copy - Please Include With Shipment Yellow — Sample Prep Copy Pink — Client's Copy



R. MACLEOD 28/07/88"TITLE 29-07-88 10:24:18 098-0664 
"CLIENT BROHM MINING CORP.

"PROJECT BLASTHOLE #SAMPLES: 12 REFERENCE: NONE LISTED
"SPECIAL VALUES"
" IS Insufficient Sample"

" -9 No Value Recorded"
" Values above the upper limit are shown as +uplimt"
" Values below the lower limit are shown as -lolmt (ie not detected)
"DETERMINATIONS"
" ELNAME METHO ECO UNI #SAM LOLMT UPLIMT COMMENTS"
" 01 Au FA OPT 12 0.002 99.999 Results Reported
"SAMPLE PREPS"
" 40 SAMPLE TYPE = D DRILL CORE

41 P17 = 12 Assay Prep II
42 P86= 

REMARKS"
50 FINAL

WXf ## II

12 Deadwood Surcharge

RESULTS ARE REPORTED.

II

FORMAT (A 8 ,ix. Al, A1,1X,A20,1(1X,A7, Al) ) "
BEGIN " "Type" "Frac" "Sample ID" II Au"
06640001" " D " m ^ " "S —8 —5 —2 7 4 H 0.010
06640002" " 0 " H ^ *• "S —8 —5 —28 7 II 0.026
06640003" " D " "2" " S-8-5-288 II 0.023
06640004" " D " " 2 " "S-8-5-307 II 0.023
06640005" "D" " 2 " "S-8-5-308 II 0.019
06640008" " D " ii 2 " "S-8-5-309 II 0.016
06640009" " D " "2" "S-8-5-325 II 0.012
06640010" " D " "2 " "S-8-5-326 II 0.005
06640011" " D " m 2 •• "S —8-5-3 2 7 II 0.009
06640012" " D " ii 2 " "S-8-5—328 M 0.016
06640013" " 0 " H 2 M "S-8-5-329 II 0.014
06640014"
END"

" 0 " it 2 •* "S-8-5-330 II 0.016



Bondar-Clrgx. Inc.

12980 West Cedar Dr 
Lakewood. Colorado 
US .A §0228 
Phone (303)989 1404 
Telex 45-693

• -/•#»• mt

BONDAR - CLEGG

BROHM MINING CORP. 
MR. ROD MACLEOD 
P.0. BOX 485 
DEADWOOD* SD 
57732

Invoice ) 12422k Page 1

Date J 29-JUL-88

Report No) 
Project ! 
Reference)

098-0664 
BLASTHOLE 
NONE LISTED

12 Analyses of Gold at $ 8.00 « 96.00
Subtotal % 96.00 ♦ 96.00

Sample Preparation
12 Samples of Assag Prep at % 3.23 % 39.00
12 Samples of Deadwood Surcharge at % 0.50 % 6.00

Subtotal % 45.00 * 45.00

Miscellaneous Charges
4% S.D. STATE SALES TAX $ 1.20
2% DEADWOOD CITY SALES TAX t 0.60

Subtotal i 1.80 % 1.80

Invoice .Total) t 142.80 U.S.

L

THIS IS A PROFESSIONAL SERVICE*.
ACCOUNTS DUE WHEN RENDERED



Bondar-Ong' Inc.
12980 West Cedar Dr 
Lakewood. Colorado 
USA 80228 
Phone (303)989-1404 
Telex: 45-693

Invoice J 12422 f P tSlG 1
BROWM MINING CGRP ,
MR. ROD MACLEOD Date I 29-JUL-88
P,0. BOX 485
DEADW00D. 3D Report No : 093-0644
57732 P roJect ! BLASTHOLE

Re feranee J NONE LISTED

12 Analyses. of Gold at i 8.00 t 96.00
Subtota1 t 96.00 i 96.00

Sample Preparation
12 Sduti'k's of HSS'jy Prep at* 3.23 i 39.00
12 Samples, of Deadwood Surcharse at t 0.50 * 6.00

Subtotal • 43.00 ♦ 45.00

Miscellaneous. Charge*
4% S.D. STATE SALES TAX < 1.20
2% DEADW00D CITY SALES TAX * 0.60

Subtotal * 1.80 * 1.80

Invoice Total • t 142.80 U.S.

dfc \c

sr/uw f

THIS IS A PROFESSIONAL SERVICE. 
ACCOUNTS DUE WHEN RENDERED



Boodar-Ckgc, Inc.
D90O Wes Cedar Dr. 
Lakewood. Colorado 80228 
(303)9»W4(M

BONDAR CLEGG

(Geochemical
Lab Report



Geochemical
Lab Report

BoiKtur-t kfx, Inc.

12980 Wsi Cedar Dr. 
Lakewood, Colorado 80228 
(303)9894401

BONDAR-CLEGG

REPORT: 098-0644 ( COMPLETE ) REFERENCE INFO: NONE LISTED

client: brohm mining corf, 

project: blasthole

submitted by: r. macleod

DATE PRINTED: 29-JUL-e8

ORDER ELEMENT

NUMBER OF 

ANALYSES

LOWER

DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 12 0.002 OPT Fire Assay

SAMPLE TYPES NUHBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 12 2 -ISO 12 Assay Pre* 12
Dcadwiod Surcharge 12

remarks: final RESULTS are reported.

REPORT COPIES TO! MR. ROD MACLEOD invoice to: mp. rod macleod




